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Plastic from Milk Experiment

Introduction

Plastics and proteins are made from polymers which are very ong chains of

carbon atoms joined fogether. Casen s a type of protein found in mik and

can bo used 10 make piasiic butlons. I tis experiment we wil be extracting

casein from mik and using it to make our own plastic.
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Instructions
Maasure out 150mi of milkino a beaker and heat on a hotplale or
stovo.

- When simmering, ake offtur off heat and add 15mi of vinegar to he
mik
i for a few minutes. The mixure will separate out nto a iquid and a
Sold known 2 "curds and whsy”. Leave 1 Goolfo a few minuies.
Use elastc bands to secure he inen over e 10p f he olher beaker
allowing fora dip in the midde rainer than sirtchad lgh.

- Pour mixture hrough the inen to fiter ol the sl from th liquid. This
can be qute sow.

- Gather up the sold in the inen and squeeze of as much iuid as
possie.

- Patthe sold as dy as possitie with some lssue.
Sauash ogohar and i
inan oven fora fow days o oy out.
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Disposal
= Everything can be thrown i the tn. The inen can be rinsed and used
agan




